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BC

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

REPORT: D89-32648.4 ( COMPLETE )

] | REFERENCE INFO: 0-85

CLIEMT: BROHR HINING CORP.

SUBMITTED BY: J. BARRON

PROJECT: R89-634 DATE PRINTED: 6-DEC-89
NUWBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 fu Gold 17 0.002 OPT Fire fAssay
SARPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 17 2 -150 17 Assay Prep 17

REARRKDY Final Tesults arTe Teporied,

REPORT COPIES TO: MR. JIM BARRON
FMR. JIM BARRON

INVOICE TO: FR. JIM BARRON
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SAMPLE ELEMENT Au

NUMBER UNITS oPT

D2 R89-634-0-5 0.007

D2 R83-634-5-10 {0.002

D2 R89-634-10-15 {0.002

D2 R89-634-15-20 0.004 i

D2 R89-634-20-25 0.004

D2 R89-634-25-30 0.002

D2 R89-634-30-35 0.002

D2 R89-634-35-40 0.004

D2 R89-634-40-45 0. 005

D2 R89-634-45-50 0.003

D2 R89-634-50-55 0.004

D2 R89-634-55-60 0.003

D2 R89-634-60-65 0.002

D2 R89-634-65-70 {0.002

D2 R89-634-70-75 0.003

D2 R89-634-75-80 {0.002

D2 R&9-634-80-85 0.009
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Bondar-Clegg, Inc.

12980 West Cedar Dr.” .
Lakewood, Colorado 80228 .
(303) 989-1404

Geochemical
B Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D83-32651.4 ( COMPLETE )

| | REFEREWCE INFO: 85-285

CLIENT: BROHH MINING CORP.
PROJECT: RA9-634

SUBMITTED BY: J. BARRONM
DATE PRINTED: 4-DEC-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOD
1 fu Gold 40 0.002 OFT Fire Assay
SAMPLE TYPES HURBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS WUMBER
D DRILL CORE 40 g -130 40 fAssay Prep 40

Sample Pickup i

REMARKS: Final results are reported.

REPORT COPIES TO: HWR. JIM BARROM
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON
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SAPLE ELENENT Au
NUMBER UNITS  OPT
D2 R89-634-85-90 0.003
D2 R89-634-90-95 (0.002
D2 R89-634-95-100 (0,002 ‘ UM MHOSR
D2 R89-634-100-105 (0.002 ’ A BAIVIM MHORE
D2 R&3-634-105-110 0.008 i —— -
D2 R89-634-110-115 0.003
D2 R&9-634-115-120 (0.002
D2 R89-634-120-125 (0,002
D2 R89-634-125-130 (0,002
D2 R89-634-130-135 (0,002
D2 R89-634-135-140 0.003
D2 R83-634-140-145 0.013
D2 RA9-634-145-150 (0,002
D2 R83-634-150-155 (0.002
D2 R89-634-155-160 (0.002
D2 R89-634-160-165 0.003
D2 R89-634-165-170 (0,002
D2 R89-634-170-175 (0.002
D2 R89-634-175-180 (0,002
D2 R89-634-180-185 (0.002
D2 R89-634-185-130 (0,002
D2 R&3-634-190-195 (0,002
D2 R89-634-195-200 (0.002
D2 R89-634-200-205 0.003
D2 R89-634-205-210 (0,002
D2 R83-634-210-215 (0,002
D2 R89-634-215-220 (0.002
D2 R83-634-220-225 0.005
D2 R&9-634-225-230 (0,002
D2 R89-634-230-235 (0.002
D2 R89-634-235-240 0.006
D2 R89-634-240-245 0.003
D2 RB9-634-245-250 0.005
D2 R89-634-250-255 {0,002
D2 R89-634-255-260 0.002
D2 RA9-634-260-265 (0.002
D2 R89-634-265-270 0.010
D2 R89-634-270-275 0.009
D2 RA9-634-275-280 0.003

D2 R83-634-280-285 0.014
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Bondar-€legg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

REPORT: D89-32650.4 ( COMPLETE )

REFERENCE INFO: 285-365

CLIENT: BROHN MINING CORP.

SUBHITTED BY: J. BARRON

PROJECT: R89-634 DATE PRINTED: 4-DEC-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 16 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 16 g -1 16 fAssay Prep 16
Excessive Wetness 242
Sample Pickup 1

REPORT COPIES TO: WR. JIM BARRON

REMARKS: Final results are reported.

INVOICE TO: MR. JIM BARRON
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Bondar-Glegg, Inc”

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

REPORT: D83-32650. 4

SAHPLE ELEMENT Au
NUMBER UNITS oPT
D2 R83-634-285-290 0.002
D2 R83-634-290-295 0.003
D2 R89-634-295-300 0.004
D2 R89-634-300-303 {0.002
D2 R89-634-305-310 0.002
D2 R83-634-310-313 {0.002
D2 RB9-634-315-320 0.002
D2 R83-634-320-325 {0.002
D2 R89-634-325-330 0.003
D2 R89-634-330-335 0.002
D2 R89-634-335-340 0.006
D2 R83-634-340-343 (0. 002
D2 R89-634-345-330 {0.002
D2 R83-634-350-335 (0. 002
D2 R89-634-335-360 0.004
D2 R89-634-360-363 €0.002
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